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Client : Prepack Thailand Co., Ltd.
30/145,Moo01,
Khok Kham, Muang Samutsakhon, Samut Sakorn 74000 Thailand

The following sample(s) was/were submitted and identified by client as:

Sample Name : LLDPE (S)

Sample Description : Plastic bag

Manufacturer/Vendor : PREPACK THAILAND CO., LTD.
Country of Origin : Thailand

The following sample(s) was/were identified by SGS as:

SGS Sample No. : 6138265

Sample Condition : Sample is contained in a plastic bag.

Quantity Submitted : 1 pack

Sample Receiving Date : 11-Mar-2024
Testing Period : 11-Mar-2024 to 18-Mar-2024

Test Results : Please see the attached sheet.

Signed for and on behalf of
SGS (Thailand) Ltd.

Rutchuporn Moungsom

Laboratory manager - Toy and Hard goods

"Any holder of this document is advised that should client or third party information be supplied with respect to the goods or sample, SGS may, at its discretion, attached or
indicate such information to the report but SGS makes no warranties or accepts no liable for the veracity or lack thereof of such Information."

?This document is issued by the Company subject to its Geneml Condmons of Service printed ovedeaf avallable on request or accesslble at http:/www.sgs. Terms-and-C iti aspx and, for

format documents, subject to Terms and C iti for at http:/www.sgs. aspx

Attention is drawn to the limitation of liability, il ification and ji iction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company ?s findings at
the time of its intervention only and within the limits of Cllent‘?s instructions, i any. The Ce ?s sole ibility is to its Client and this does not parties to a transaction from
exerclsmg all their rights and igatic under the This cannot be reproduced except in full, without prior written appi of the C . Any ion, forgery
or it ion of the or app: of this is and may be p to the fullest extent of the law.?
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Test Requested & Result Summary

Test Requested : Please refer to the result summary (Test parameter(s) was/were selected by client).

Result Summary:

Test Requested Conclusion
- Frozen Resistance (Prepack Thailand Co., Ltd. Method) See result

Remark:Test results in this report are applicable for the item tested and reflects the tested sample as received.
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TEST RESULTS

Frozen Resistance : Prepack Thailand Co., Ltd. Method

Test Method :-

1. Visually inspection the sample

2. Placed sample in the chamber at temperature -40 degree C for 24 hrs.

3. After 24 hrs. Removed the sample from chamber and examine any visual change compare with the reference sample.

Sample Result (1)
A No visible change and deformation when compare with reference sample.
B No visible change and deformation when compare with reference sample.
C No visible change and deformation when compare with reference sample.

Sample Description:
(1) White plastic bag with multicolor printed.
Remark: Result by visual examine only.
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SAMPLE/ATTACHMENT PICTURE

End of Report
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